
 
TEST REPORT   Job No./Report No TR915059   Date:29 March 2016 Page 1 of 6 

 

“This document is issued by the Company subject to its General Conditions of  Service printed overleaf, available on request or accessible at  
www.sgs.com/terms_and_conditions.htm and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at  
www.sgs.com/terms_e-document.htm.  
Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained 
hereon reflects the Company’s findings at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its 
Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations under the transaction documents. This document 
cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this 
document is unlawful and offenders may be prosecuted to the fullest extent of the law. 
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only.”  

                  

 
 

SGS Supervise Gözetme Etüd Kontrol   
  Servisleri A. Ş. 

İş İstanbul Plaza Bağlar Mah. Osmanpaşa Cad. No:95 E Girişi Güneşli 34209  
 
 t (90-212) 368 40 00    f (90-212) 296 47 82/83 

    

 
İstanbul – Turkey  
 
www.tr.sgs.com 

Member of SGS Group (Société Générale de Surveillance)  
 

C
T

S
L-

F
-5

.1
0-

26
N

F
 /

 F
ir

st
 P

ub
lis

h
 D

at
e

:1
1.

03
.2

0
13

 /
 R

ev
is

io
n

 D
at

e
 /

 N
o.

: 
1

0.
1

2.
.2

0
1

5 
/ 

4
 

ÜNAL KABLO 
ORUÇ REIS MAH TEKSTILKENT CAD. KOZA PLAZA B  BLOK KAT:15 D:54 ESENLER / İSTANBUL  
TEL: 02122437111 
FAX: 02122437884 
E-Mail: tugce.guven@tuv-sud.com.tr 
To the attention of  Tuğçe Güven   

 
The following sample(s) was /were submitted and identified by/on behalf of the clients as: 
Sample Submitted By : ÜNAL KABLO 
Sample Description : FİŞLİ KABLO / PLUG CABLE 

16A 250V Normal korumalı, iletkenleri sökülemeyen iki kutuplu tek ve çift topraklı 
fişler ve iki topraksız fişler / 16A 250V TWO POLE WITHOUT EARTHING 
CONTACT (U.K 02), 16A 250V TWO POLE WITH DUAL EARTHING CONTACT 
(U.K 04), 
2,5A 250V Normal korumalı, iletkenleri sökülemeyen iki kutuplu yassı 
kordonlu  topraksız fişler / 2,5 A 250V TWO POLE WITHOUT EARTHING 
CONTACT (U.K 01) 

Article No. : Not Provided 
Model No. : Not Provided 
PO / Order No. : Not Provided 
Reference No. : Not Provided 
Client : Not Provided 
End Use : Not Provided 
Sample Receiving Date : 21 March 2016 
Resubmit Date   25 March 2016 
Testing Period : 21 March 2016 ~ 29 March 2016 
Service Type : NORMAL 
Test Requested : Selected test(s) as requested by client. 
Test Method : Please refer to next page(s) 
Test Result(s) : Please refer to next page(s)  
   
Conclusion : Based on the performed tests on submitted sample(s), the results comply with the PAHs 

requirement according to AfPS GS 2014:01 PAK.   
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 



 
TEST REPORT   Job No./Report No TR915059   Date:29 March 2016 Page 2 of 6 

 

“This document is issued by the Company subject to its General Conditions of  Service printed overleaf, available on request or accessible at  
www.sgs.com/terms_and_conditions.htm and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at  
www.sgs.com/terms_e-document.htm.  
Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained 
hereon reflects the Company’s findings at the time of its intervention only and within the limits of Client’s instructions, if any. The Company’s sole responsibility is to its 
Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations under the transaction documents. This document 
cannot be reproduced except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this 
document is unlawful and offenders may be prosecuted to the fullest extent of the law. 
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such sample(s) are retained for 30 days only.”  

                  

 
 

SGS Supervise Gözetme Etüd Kontrol   
  Servisleri A. Ş. 

İş İstanbul Plaza Bağlar Mah. Osmanpaşa Cad. No:95 E Girişi Güneşli 34209  
 
 t (90-212) 368 40 00    f (90-212) 296 47 82/83 

    

 
İstanbul – Turkey  
 
www.tr.sgs.com 

Member of SGS Group (Société Générale de Surveillance)  
 

C
T

S
L-

F
-5

.1
0-

26
N

F
 /

 F
ir

st
 P

ub
lis

h
 D

at
e

:1
1.

03
.2

0
13

 /
 R

ev
is

io
n

 D
at

e
 /

 N
o.

: 
1

0.
1

2.
.2

0
1

5 
/ 

4
 

The test results relate to the tested items only.  
Test reports without SGS seal and authorized signatures are invalid. 
Reported results do not include uncertainties.  
In this Test Report tests marked (1) are included in the IAS Accreditation Scope of this Laboratory. Opinions and interpretations expressed herein are outside 
the scope of IAS Accreditation. 

 

 
 

 
    
        
                   

Tuğrul Doğan 
Customer Services Supervisor 

Ayşe Gönen yetkilimüdür 
Customer Services Team Leader 

                                   

                  

 

Issued in Istanbul 
Signed for and on behalf of 
SGS Supervise Gözetme Etüd 
Kontrol Servisleri A.Ş. 
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Test Part Description : 
 
No.1: White plastic cable body of the white cable 

No.2: Black plastic cable body of the white cable 
No.3: White plastic cable cover of the white cable 
No.4: Yellow,green plastic cable cover of the white cable 

No.5: Brown plastic plug cable of the white cable 
No.6: Blue plastic plug cable of the white cable 
No.7: Black plastic plug body of the black cable 

No.8: Black plastic plug cable of the black cable 

No.9: Brown plastic cable cover of the black cable 
No.10: Blue plastic cable cover of the black cable 
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Polycyclic Aromatic Hydrocarbons (PAHs) Content (REACH)¹ 

  Test Method: SGS In House Test Method RSTS-CHEM-232-1 (based on to AfPS GS 2014:01 PAK)- 
Analysis by GC-MS 

Test Item Cas Number A1 A2 A3 A4 A5 
  

     
Chrysene  218-01-9 n.d. n.d. n.d. n.d. n.d. 
Benz(a)anthracene  56-55-3 n.d. n.d. n.d. n.d. n.d. 
Benzo(b)fluoranthene  205-99-2 n.d. n.d. n.d. n.d. n.d. 
Benzo[j]fluoranthene 205-82-3 n.d. n.d. n.d. n.d. n.d. 
Benzo(k)fluoranthene  207-08-9 n.d. n.d. n.d. n.d. n.d. 
Benzo(a)pyrene  50-32-8 n.d. n.d. n.d. n.d. n.d. 
Benzo[e]pyrene 192-97-2 n.d. n.d. n.d. n.d. n.d. 
Dibenz[a,h]anthracene 53-70-3 n.d. n.d. n.d. n.d. n.d. 
  Conclusion Pass  Pass  Pass  Pass  Pass  
Note(s):  

n.d. =  not detected  

Detection Limit = 0.1 mg/kg (For individual compound) 
#Conclusion is based on the limit specified by Commission Regulation (EU) No 1272/2013 amending Annex XVII to Regulation (EC) No 
1907/2006 effective after 27 December 2015.  

 
Limit (mg/kg) # 

 
Consumer product 

Chrysene  1.0 
Benz(a)anthracene  1.0 
Benzo(b)fluoranthene  1.0 
Benzo[j]fluoranthene 1.0 
Benzo(k)fluoranthene  1.0 
Benzo(a)pyrene  1.0 
Benzo[e]pyrene 1.0 
Dibenz[a,h]anthracene 1.0 
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Polycyclic Aromatic Hydrocarbons (PAHs) Content (REACH)¹ 

  Test Method: SGS In House Test Method RSTS-CHEM-232-1 (based on to AfPS GS 2014:01 PAK)- 
Analysis by GC-MS 

Test Item Cas Number A6 A7 A8 A9 A10 
  

     
Chrysene  218-01-9 n.d. n.d. n.d. n.d. n.d. 
Benz(a)anthracene  56-55-3 n.d. n.d. n.d. n.d. n.d. 
Benzo(b)fluoranthene  205-99-2 n.d. n.d. n.d. n.d. n.d. 
Benzo[j]fluoranthene 205-82-3 n.d. n.d. n.d. n.d. n.d. 
Benzo(k)fluoranthene  207-08-9 n.d. n.d. n.d. n.d. n.d. 
Benzo(a)pyrene  50-32-8 n.d. n.d. n.d. n.d. n.d. 
Benzo[e]pyrene 192-97-2 n.d. n.d. n.d. n.d. n.d. 
Dibenz[a,h]anthracene 53-70-3 n.d. n.d. n.d. n.d. n.d. 
  Conclusion Pass  Pass  Pass  Pass  Pass  
Note(s):  

n.d. =  not detected  

Detection Limit = 0.1 mg/kg (For individual compound) 
#Conclusion is based on the limit specified by Commission Regulation (EU) No 1272/2013 amending Annex XVII to Regulation (EC) No 
1907/2006 effective after 27 December 2015.  

 
Limit (mg/kg) # 

 
Consumer product 

Chrysene  1.0 
Benz(a)anthracene  1.0 
Benzo(b)fluoranthene  1.0 
Benzo[j]fluoranthene 1.0 
Benzo(k)fluoranthene  1.0 
Benzo(a)pyrene  1.0 
Benzo[e]pyrene 1.0 
Dibenz[a,h]anthracene 1.0 
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* * *  End of Test Report  * * * 
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